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Figure 1. SEM photo of adsorbent material (Mag: 5.00 KX)
Figure 2. SEM photo of adsorbent material (Mag: 1.00 KX)
Figure 3. SEM photo of adsorbent material (Mag: 250 X)
Figure 4. Isotherm linear plot of adsorbent material
Figure 5. BET surface area plot of adsorbent material
Figure 6. t plot of adsorbent material
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Figure 1. SEM Photo of adsorbent material (Mag: 5.00 KX)
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Figure 2. SEM photo of adsorbent material (Mag: 1.00 KX)



[image: ekran görüntüsü, metin, sanat içeren bir resim

Açıklama otomatik olarak oluşturuldu]
Figure 3. SEM photo of adsorbent material (Mag: 250 X)
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Figure 4. Isotherm linear plot of adsorbent material
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Figure 5. BET surface area plot of adsorbent material
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Figure 6. t plot of adsorbent material
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