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Figure S1: The distribution plot of CCR.

Comparison of data-driven prediction methods for CCR of BF  I
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Figure S2: The distribution plots of the 36 process variables.
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Figure S4: The matrix plot of Pearson correlation between the features.
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Figure S3: mRMR scores of the 36 features.
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