Permanent recycled paper table and figure captions

Tab. 1 Characterisation of paper samples.

Tab. 2 ISO 9706 measurements of non-treated samples.

Tab. 3 ISO 9706 measurements of wet heat aged samples.

Fig. 1 Tear resistance of paper samples. Highlighted line represents the required threshold value. Error bars represent the standard deviation.

Fig. 2 The folding endurance of paper samples. Error bars represent the standard deviation.

Fig. 3 Total colour difference E of paper samples caused by artificial ageing. Error bars represent the standard deviation.

Fig. 4 Values of L* and b* parameters of paper samples.


